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AT SRS PR E TR BB (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as)

1% 35 B 7 (Sample Submitted By) : RSB T ERRMA RN S (MINCHALI METAL INDUSTRY CO., LTD.)
i dh & #% (Sample Description) : 4R

A FE (Style/Item No.) : C2680(65/35)

W+ B #7 (Sample Receiving Date) : 2015701709

)X H M) (Testing Period) : 2015/01/09 TO 2015/01/15

AL K (Test Results) FHAT—H8 (Please refer to next pages).

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible aH ttp://www.sgs.com/en/Terms-and-Conditions.asp:
and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at http://wv s.com/en/Terms-ar —:f,‘w: ditions \» mse-Document.aspx Aitent\on |s
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is adesed that information contained hereon reflects the Company’s
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

SGS Taiwan Lid s e il 1 . 33, Wu Chuan Rd., New Taipei Industrial Park, New Taipei City, Taiwan / - i8It s 225 & 75 3355

k) N B +886 (02)2299 3279 +886 (02)2299 3237 www. sgs.tw
I
Member of the SGS Group



SGS

AR mE
Test Report

LAERN BB T E A TRR 3
MINCHALI METAL INDUSTRY CO., LTD.
PE T P B EILE K115

%A% (No. )
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AL K (Test Results)

) 32X, 2/ 1 (PART NAME)No.1

B #1(Date) : 2015/01/15

¥%4A¢ 2B (BRASS METAL)

Eﬁ(Page): 2 of 9

ARA B

(Test Items)

%4z
(Unit)

ARy ok
(Method)

¥ 488
1% R A
(MDL)

X
(Result)

No.1

43 / Cadmium (Cd)

mg/kg

SFIEC 62321-5: 2013773, ARKRJEFSA
THR TSR RN / Vith
reference to IEC 62321-5: 2013 and
performed by ICP-AES.

2

n.d.

4% / Lead (Pb)

mg/kg

%FIEC 62321-5: 20137, VARKJEFBS
FRR T RAOLRBARA]. / Vith
reference to IEC 62321-5: 2013 and
performed by ICP-AES.

12

sk / Mercury (Hg)

mg/kg

%FIEC 62321-4: 201373, VARKJEFBS
FRR T RAOERBARA]. / Vith
reference to IEC 62321-4: 2013 and
performed by ICP-AES.

18 4% / Hexavalent Chromium Cr(VI)

*ok

%FIEC 62321: 200877 ik, VAFR/KIEIRE
). / With reference to IEC 62321:
2008 and performed by Boiling water
extraction Method.#

Negative

AR FIEEES / Perfluorooctane
sulfonates (PFOS-Acid, Metal Salt,
Amide)

mg/kg

%-ZUS EPA 3550C: 2007 %7, VAgARRE
M/ E &AM . / With reference to US
EPA 3550C: 2007. Analysis was
performed by LC/MS.

10

AR FB / PFOA (CAS No.: 335-67-1)

mg/kg

% US EPA 3550C: 2007 %, VAgARRE
M/ E &AM . / With reference to US
EPA 3550C: 2007. Analysis was
performed by LC/MS.

10
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LEAEB T ERDA RR A 000 O 0 0 O
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MHA B $6 393 5% 7 A o x
(Test Items) (Unit) (Method) e (Result)
(MDL) No.1
ARR_FETXFTE / BBP (Butyl mg/kg |%#I1EC 62321-8 (111/321/CD) » A {48 50 n.d.
Benzyl phthalate) (CAS No.: 85-68-7) R Mtk /H &M = . / With reference
to IEC 62321-8 (111/321/CD). Analysis
was performed by GC/MS.
ZWE;—TH / DBP (Dibutyl mg/kg |%#I1EC 62321-8 (111/321/CD) » A {48 50 n.d.
phthalate) (CAS No.: 84-74-2) R Mk /H &M =2, / With reference
to IEC 62321-8 (111/321/CD). Analysis
was performed by GC/MS.
MA—_WEE— (2-CZHKXTHA)E / DEHP mg/kg |%F#IEC 62321-8 (111/321/CD) » YA {48 50 n.d.
(Di- (2-ethylhexyl) phthalate) (CAS R MTAR/E R 2. / With reference
No.: 117-81-7) to IEC 62321-8 (111/321/CD). Analysis
was performed by GC/MS.
—WE— R THE / DIBP (Di- mg/kg |%#I1EC 62321-8 (111/321/CD) » A {48 50 n.d.
isobutyl phthalate) (CAS No.: 84-69- R Mtk /H &M =2 . / With reference
5) to IEC 62321-8 (111/321/CD). Analysis
was performed by GC/MS.
28X / Sum of PBBs mg/kg - n.d.
—AK Monobromobiphenyl mg/kg 5 n.d.
Z&HKX / Dibromobiphenyl mg/kg 5 n.d.
ZJABER / Tribromobiphenyl mg/kg 5 n.d.
V9% B / Tetrabromobiphenyl mg/kg | 4H#IEC 62321: 20087 7%, ARABEHT/ ° n.d.
FLEWER / Pentabromobiphenyl mg/kg |E L&A . / With reference to IEC 5 n.d.
NiRWER / Hexabromobiphenyl mg/kg [62321: 2008 and performed by GC/MS 5 n.d.
LAHEK / Heptabromobiphenyl mg/kg 5 n.d.
NRBER / Octabromobiphenyl mg/kg 5 n.d.
JLiRTER / Nonabromobiphenyl mg/kg 5 n.d.
+ 8K / Decabromobiphenyl mg/kg 5 n.d.
a0, Tor Slaotronic Tormat docuranta, scbinct 16 Tarme and Gonditions Jor Tlestionie. DocumEnts ot Leoad o om eyt * Attention 15
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A CTS Ky 5% el I

(Test Items) (Unit) (Method) (MDL) No .1
%8 KBk / Sum of PBDEs mg/kg - n.d.
— 8RB / Monobromodiphenyl ether mg/kg 5 n.d.
ZRW KBk / Dibromodiphenyl ether mg/kg 5 n.d.
ZRWERE / Tribromodiphenyl ether mg/kg 5 n.d.
V98T K& / Tetrabromodiphenyl ether mg/kg | S HFIEC 62321: 2008, RAARRE AT/ 5 n.d.
BAWEREL / Pentabromodiphenyl ether mg/kg |'E3EMEAA]. / With reference to IEC 5 n.d.
SR RE% / Hexabromodiphenyl ether mg/kg |62321: 2008 and performed by GC/MS. 5 n.d.
LR KB / Heptabromodiphenyl ether mg/kg 5 n.d.
NJBBE KB / Octabromodiphenyl ether mg/kg 5 n.d.
LT R B / Nonabromodiphenyl ether mg/kg 5 n.d.
+ AWt KBk / Decabromodiphenyl ether mg/kg 5 n.d.

#ix(Note)
1. mg/kg = ppm; 0.1wt% = 1000ppm

2. n.d. = Not Detected (ﬂiﬁ?ﬁi)

3. MDL = Method Detection Limit (77 348845 RA4)

4. "-" = Not Regulated (JEILIEAE)

5. **= Qualitative analysis (No Unit) M p#(&E(2)

6. # = a. Positive means the presence of CrVI on the tested areas

(Positive & 783 B 38 8] 2] 5518 48 )
b. Negative means the absence of CrVI on the tested areas
(Negat ive & 78] 3 B 35 R A8 8] ] 5B 45 )
The detected concentration in boiling-water-extraction solution is equal or greater than 0.02 mg/kg

with 50 cm? tested areas . / AR IE/E=0.02 mg/kg with 50 cm? (tested areas)

PFOS %% F # (Reference Information) : FAMEABF Y POPs - (EU) 757/2010
PFOSIE B 7L 'H R B4 P 1 1F42180.001%(10ppm) » A FE Mo ~ ARm R EHRMF b F1FA8150.1%(1000ppm) » 7L 45 45 &,
FRAAF LG4 EIug/m2 o

(Outlawing PFOS as substances or preparations in concentrations above 0.001% (10ppm), in semi-finished
products or articles or parts at a level above 0.1%(1000ppm), in textiles or other coated materials

above 1lug/m2.)
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1) RIBATHRAZE XA BB EAEM o (S{E&M AT ERI) | These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr®* test method excluded )
2) AR AE : 5% 1E / Name of the person who made measurement: Climbgreat Yang
3) mHX A FA: TR [ Name of the person in charge of measurement: Troy Chang

| W3k~ ##4ES [ Cutting - Preparation

¥

| ARESHEE / Sample Measurement I
= 6+
4% Pb - 45 Cd & Hg ;—Jﬁﬁ%*Cr
v v v (Note**)
RAZT Pl 0940 ol il e B EAT AL T & BRI BR SRR A O A [ el Bk /Add
) I Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) i digestion reagent
v v

| @35 | Filtration h ok E i8R AT LI
}R / Heat to appropriate

| s | Solution | | #%.% | Residue | temperature to extract
1) ks Ak [ Alkali Fusion /%%Ffﬁﬁﬁ*;?ﬁ: / COOl,
v 2) @M [ HClto dissolve filter digestate through filter

| A% A 4B T A4 R/ ICP-AES |

v

¥ %#E | Sample Material JHAbEk k4848 / Digestion Acid Je ik G % e | Add
4, 4R, 4B, B8 | EoK, HiEg, B, SR, TAK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNO3, HCI, HF, H,0, color development
3% 3% / Glass AR, & AE: [ HNOy/HF +
&, 44, s, AR/ F sk /Aqua regia
Gold, platinum, palladium, ceramic ARIME-TRAKRR &
4 1 Silver w5 | HNO; B A A e 7 540 nm By R
B [ Plastic HiEk, B Ak, Ak, Bak /| HSO,, HO, HNOs, HCI #Z | measure the
#A4& [ Others FeNiE R E R AEM | Added appropriate absorbance at 540 nm by

UV-VIS

reagent to total digestion

Note** (For IEC 62321)
(1) 4t 3E 2B M N E ik > e E 90~95°C 2 3R. / For non-metallic material, add alkaline digestion reagent and heat to
90~95C.
(2) 442 B H Ntk ek Z 3. / For metallic material, add pure water and heat to boiling.
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ARFR/ARERFEBRH>HAEE / PFOA/PFOS analytical flow chart
MAAE - FHW / Name of the person who made measurement: Roman Wong

AR AR RER

# SAT K2 / Sample pretreatment

v

AF R FREER |
Sample extraction by Ultrasonic extraction
(%% 7 # Reference method: US EPA 3550C)

v

ERRMREIR b
Concentrate/Dilute Extracted solution

v

VAR AR R AT R SRR AT EBUR ]
Analysis was performed by LC/MS

v

#4% / Data
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T R8E H 4742 E / Analytical flow chart of phthalate content

B XA E : #4590 / Name of the person who made measurement: Andy Shu
B AR A FA R4 E [ Name of the person in charge of measurement: Troy Chang

BSAT R/
Sample pretreatment/separation

!

Kt THF w9 S sl i AR 3 B /
Sample dissolved/extracted by THF

!

ERCRFE [
Dilute Extracted solution

RABRATH R |
Analysis was performed by GC/MS

I

#4E / Data
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3 aWK/ 5 MR %42 E |/ PBB/PBDE analytical FLOW CHART
B AR AE : 335,# / Name of the person who made measurement: Roman Wong
B X A F A 5k / Name of the person in charge of measurement: Troy Chang
R aRA2 A | First testing process ————»
FAE M R4Z 4 / Optional screen process ssmmumns
#EAA2Z K | Confirmation process = « = «p

Sample / # &

¥

Sample pretreatment / 4 &% &7 & 32

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

Screen analysis / #1765 447

v

Sample extraction #% & 2 H/
Soxhlet method % X ZE Ik

|
v

Concentrate/Dilute Extracted solution
W Ga IR

v

Filter / # 3k @i5

|
v

Analysis by GC/MS | #1488 478 1% 547

T
v

Issue Report #3748 %
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* RAE P HBRET  AATAETERRINZMES/ Rz, *

(The tested sample / part is marked by an arrow if it's shown on the photo.)

#% IR LER (End of Report) **
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