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DONG LAI ELECTRICAL(SHEN ZHEN)CO.LTD
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2/F,2 BUILDING, ZHUKENG 2ND INDUSTRIAL ZONE PING SHAN
DISTRICT,SHEN ZHEN CITY.

DA R Z A i BoAe A7 B R SR IA

The following sample(s) and sample information was/were submitted and identified by/on the

behalf of the client
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Sample Name R 22 FEET A

Tl 7 LRIt

Manufacturer PR

P H 30 2014.12.29

Sample Received Date Dec. 29,2014

A 1 39 2014.12.29-2015.01.04

Testing Period Dec. 29,2014 to Jan. 4, 2015
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Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium(Cr(VI)) in the submitted sample(s).

LI 5 AR T 45 R FEZ NS

Test Method/Test Result(s) Please refer to the following page(s).
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Danny Liu
. ) No. R169569760
Technical Manager
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ﬁﬂlﬂﬁiﬁ Test Method
- NN MR 28
R W7 vk M
Test Item(s) Test Method .easure
Equipment(s)
7 (Pb) Lead (Pb) IEC 62321-5:2013 Ed.1.0 ICP-OES
4 (Cd) Cadmium (Cd) IEC 62321-5:2013 Ed.1.0 ICP-OES
7k (Hg) Mercury (Hg) IEC 62321-4:2013 Ed.1.0 ICP-OES
SN S (Cr (VI)) Hexavalent IEC 62321:2008 Ed.1 Annex B UV-Vis
Chromium(Cr(VI))
M ZE R Test Result(s)
WEIA H  Test Item(s) g8 Result JERIR MDL
1 (Pb) Lead (Pb) N.D. 2 mg/kg
% (Cd) Cadmium (Cd) N.D. 2 mg/kg
ok (Hg) Mercury (Hg) N.D. 2 mg/kg
NS (Cr (VI)) Hexavalent Chromium(Cr(VI)) FH1E Negative /
PR i /BB AL IR K4 )
Tested Sample/Part Description Silver-gray metal

R TR, 8, RZEMETERH.
-N.D. = ARkt ChFIHERER)
-mg/kg= ppm = F 32 )L
“BIPER R A S AN, BRI R R A 50cm2 A i 7 25 HCH SR R v b 1R /S
BRI E /N T70. 02mg/kg

Note: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-Negative = Absence of Cr(VI) , the detected Cr(VI) concentration in the boiling water
extraction solution is less than 0.02 mg/kg with 50cm? sample surface area used.
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ﬁﬂlﬂﬁﬁ Test Process

1. &7(Pb), % (Cd)
Lead (Pb), Cadmium (Cd)
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Solution
2. 7k (Hg)
Mercury (Hg)
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3. AR (Cr (VD))
Hexavalent Chromium(Cr (VI))
B & & iy, #F i FH ik Z2E Rl e BT
Take a portionof — Extraction with — Filter and remove
the sample boiling water the sample
. R
FAUV-Vissy 3 A RS T W TR A pH
A— — Adjustthe pH value
Analyzed by UV -Viz Addtest solution .
of the solution
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Photo(s) of the sample(s)
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*** End of report ***
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The test report is effective only with both signature and specialized stamp. The result(s) shown in

this report refer only to the sample(s) tested. Without written approval of CTI, this report can’t be

reproduced except in full.

Hollina
CENTRE TESTING INTERNATIONAL CORPORATION @ 400-678B8-333

Complaint call: 0755-33681700 Complaint E-mail: complaint@eti-cert.com E-mail:info@cti-cert.com www.cti-cert.com
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