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(MEIERRNIN

MM R (Test Results) WX (Unit): mg/kg

A 8 MR 8% (Result) ek el
Method A& MRAA
(Test Items) (Refer to) No.1 (MDL)
$% / Cadmium (Cd) (1) n.d. 2
4% / Lead (Pb) (2) 13 2
%k / Mercury (Hg) (3) n.d. g
W45 / Hexavalent Chromium Cr(VI) by (4) n.d. 2
alkaline extraction
$hMEMF / Sun of PBBs 7 n.d. -
— &M 3¥ / Monobromobiphenyl n.d. 5
— &M ¥ / Dibromobiphenyl n.d. 5
ZAME / Tribromobiphenyl n.d. 5
Wi%ME / Tetrabromobiphenyl n.d. 5
FAME / Pentabromobiphenyl n.d. 5
A% B ¥ / Hexabromobiphenyl n.d. 5
LB ¥ / Heptabromobipheny!l n.d. 5
ARBE / Octabromobiphenyl n.d. 5
HARME / Nonabromobiphenyl n.d. 5
+ %8B X / Decabromobiphenyl n.d. 5
SRMEMRS (—ZHR) / Sun of n.d. -
PRDEs (Mono to Nona) (Note 4) (5)
— BB K& / Monobromobiphenyl ether n.d. 5
— kB ¥& / Dibromobiphenyl ether n.d. 5
Z4MES / Tribromobiphenyl ether n.d. 5
Wik B 8t / Tetrabromobiphenyl ether n.d. 5
BiRM KB / Pentabromobiphenyl ether n.d. 5
kM X8 / Hexabromobiphenyl ether n.d. 5
bW 8 / Heptabromobiphenyl ether n.d. 5
NP EB / Octabromobiphenyl ether n.d. | 5
e R / Nonabromobiphenyl ether n.d. 5
+i B E® / Decabromobiphenyl ether n.d. 5
SRMERSF (—E+%) / Sum of t.d. -
PBDEs (Mono to Deca)
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MBI@ K (TEST PART DESCRIPTION):
NO.1 . E&BHF (BLUE PLASTIC)

# it (Note) @
1. mg/kg = ppm
2. n.d. = Not Detected (Fii#h)
3. MDL = Method Detection Limit (27 3kAf 0I5 FR4E)
4. BIF2005F10A 130 B UK 2H2005/717/EC » #£3T2002/95/ECA 5 » BRiBMRM B9 FHT
A 2k A TR (According to 2005/717/EC DecaBDE is exempt.)
5. "-" = Not Regulated (f&NA&(H)
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| gl L]
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1) BT ORAZBZMEMS > KR CLE2ER - (MBRAF AR ) [/ These samples were
- dissolved totally by pre-conditioning method according to below flow chart. (Cr® test method excluded )

2) mAR : AR / Name of the person who made measurement. Troy Chang
3) M EHA : RIS / Name of the person in charge of measurement: Chenyu Kung

Wik - ¥igs / Cutting « Preparation

A

XRF 4# / XRF Screening

A

AL FE / Sample Measurement

4 Pb - 4% Cd » & Hg

AR/ B BRI HAG /
Microwave digestion with
HNOyHCIHF

A

3

i#ig / Filtration

B / Solution

y

S| o

3z

e i 5Lk | Add
adpropriate amount of
digestion reagent

v

sk / Residue

fod 2 E B RATHLE
| / Heat to appropriate
temperature to extract

!

1)

WIS AR /
Alkali Fusion
BEER /
HClI to digsolve

Bk @i H / Cool,
filler digestate through filter

z

BERBASTLR TR UM / ICP-AES

B EREE /AdD
diphenyl-carbazide for color

davelopment

AR SR H-T A A ¥
AR R L 540 nm $ R
447% / measure the
absorbance at 540 nm by
UV-VIS

The content of this PDF file is In accordance with the original issued reports for reference only. This Test Report cannot be reproduced, excapt in full,

without prior written parmission of the Company, Any unauthorized alteration, forgery or falsification of the content or appearance of this report is unlawful and
offanders may be prosacuted to the fulleat extant of the law.

SGS TAIWAN LIMITED | NO. 138-1, Wu Kung Road, WuKu industrial Zona, Taipsi caunty, Taiwan.

1(8868-2) 22683030 1(868-2) 2206-3237 www.sgs.comtw




§ ) &.
ﬂlﬁﬁ " BAS(No.): CE/2008/10623A E#f(Date): 2008/01/10 A ¥ (Page): 5 of 6

Test Report

NIRRRIENENR

SAMEIS AWM ER LIk E / PBB/PBDE analytical FLOW|CHART

kM RALA | First testing process ——»
RAFMAHAZA [ Optional screen process  «e-sr-re-
#EILAZ A | Confirmation process w « = »

Sample / # &

v

Sample pretreatment
AR

IS N NN R RN NN AN NU AN NSRS SADRUg

Screen analysis ¥
1 65 94 :

]
Y

Sample extraction # & 2 m/
Soxhlet method # R, # ¥k

|
hd

Concentrate/Dilute Extracted solution
R8P E L E g

1
Y

Filter
k- R0 B
v

Analysis by GC/MS
AR R B RS H

T
A4
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(T QR R TR

ATHRESBREA Y, LRt P RRESE P MilhT :

#*ho o
B B X
HIRE K

MK L
R & R

HRNE

funle Gl

Nicole Chien / Supervisor
Signed for and on behalf of
SGS TAIWAN LTD.

Chemical Laboratory - Talpel

Fa%TF
2007/12/24
2007/12/24 TO 2007/12/31

418 RoHS 2002/95/EC BAAHRBSEL.

4 #I1EC 69321, Bd. 1 111/54/CDVH 3:HriA] .

(1) AERKESTIRTRMLEM(ICP-AES) ik & F .

(2) ARAHEGTERTFRMLNHA(ICP-AES)
(3) A SRS € ERTEMEEHK(ICP-AES)
(4) BAW-vISHE < RE45E.

HALTF-K.

mEs¥.
RRAE.
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(OGO R TEHTRN OO0 RI

kR (BL: mg/kg)

iR Ak % E kRN
RN (#$4) No.1 4
(1) n.d. 2
ey (2) 44 2
g (3) n.d. 2
7+ W48 (Alkaline extraction) (4) n.d. )
RIS R .
NO.1 : 2B ) REEE (448 (T4HW)

@i 1. mg/kg = ppm

11

2. n.d. = Not Detected (Rird)

3. MDL = Method Detection Limit (% 3R M4k MB4L)
4

. DR E BNV AR LBSNE ) G FHRSNRERTRAL PASE-HERSE -
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