
Cd Hg Cr+6 PBB PBDE

100 O

1000 S

1 XC1CB00400A0 A1-4PA-2.54DSA TRIBIT 1550GN30 삼양사 26062-94-2 0 0 0 0 0 0 별첨1-1 별첨1-2

2 XC1CB00801A0 A1-8PA-2.54DSA 068928-70-1

3 XC1AB01000A0 A2-10PA-2.54DSA 001309-64-4

4 XC11B01003A0 HIF3FB-10PA-2.54DS 065997-17-3

5 XC1DB01600A0 HIF3FB-16PA-2.54DS C2680R 풍산 7440-50-8 1.7 47 0 0 0 0 별첨2-1 별첨2-2

6 XC11B01001A0 HIF3FB-10PA-2.54DSA 7440-66-6

7 XC10B01600A0 HIF3FB-16PA-2.54DSA

8 XC1AB02600A0 HIF3FB-26PA-2.54DSA

9 XC1DB01000A0 HIF3H-10DA-2.54DSA TRIBIT 1550GN30 삼양사 26062-94-2 0 0 0 0 0 0 별첨1-1 별첨1-2

10 XC1BB01000A0 HIF3H-10SA-2.54DSA 068928-70-1

001309-64-4

065997-17-3

C5210R 풍산 7440-50-8 0 38 0 0 0 0 별첨3-1 별첨3-2

7440-31-5

7723-31-5

 Environmental Information per Product Analysis DATA

업 체 명 : 히로세코리아㈜

Product Code : Submission Date :

Product Name :

Speccification :

Item Item-Code RoHS 6대물질

Material
Supplier

Manufacturing
process

CAS No.

Analysis Results(ppm=mg/kg)

5 100 100 100
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SAMYANG CORP. 
407, 3-ka, Palbok-dong, Joenju-city, 
Kyunggi-do, Korea  
 
 
The following merchandise was submitted and identified by the client as : - 
 
 
Type of Product  : TRIBIT 1550GN30 BK(H) 
 
SGS File No. : G-49/2004-3491/12 
 
Materials : Plastic 
 
Sample Receiving Date  : Sep. 23, 2004 
 
Test Performing Date    : Sep. 24, 2004 
 
 
Test Performed  :  SGS Testing Korea tested the sample which was selected by applicant with  
  following result. 
 
 
 
Test Results :  For further details, please refer to following page.  
 
 
 

SGS Testing Korea Co., Ltd. 
 

 
HYK/hjp       Jason Han / Director 
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Flame Retardants 
 
 

Items Unit Test Method D.L. Results 

Polybrominated Biphenyls (PBBs) - - - - 
  Bromobiphenyl mg/kg 5 n. d. 
  Dibromobiphenyl mg/kg 5 n. d. 
  Tribromobiphenyl mg/kg 5 n. d. 
  Tetrabromobiphenyl mg/kg 5 n. d. 
  Pentabromobiphenyl mg/kg 5 n. d. 
  Hexabromobiphenyl mg/kg 5 n. d. 
  Heptabromobiphenyl mg/kg 5 n. d. 
  Octabromobiphenyl mg/kg 5 n. d. 
  Decabromobiphenyl mg/kg

With reference to 83/264/EEC 
and 2003/11/EEC. 

Analysis was performed by 
GC/MS. 

5 n. d. 

Polybrominated Diphenyl Ethers (PBDEs) - - - - 

  Bromodiphenyl ether mg/kg 5 n. d. 
  Dibromodiphenyl ether  mg/kg 5 n. d. 
  Tribromodiphenyl ether mg/kg 5 n. d. 
  Tetrabromodiphenyl ether mg/kg 5 n. d. 
  Pentabromodiphenyl ether mg/kg 5 n. d. 
  Hexabromodiphenyl ether mg/kg 5 n. d. 
  Heptabromodiphenyl ether mg/kg 5 n. d. 
  Octabromodiphenyl ether mg/kg 5 n. d. 
  Nonabromodiphenyl ether mg/kg 5 n. d. 
  Decabromodiphenyl ether mg/kg

With reference to 83/264/EEC 
and 2003/11/EEC. 

Analysis was performed by 
GC/MS. 

5 n. d. 
 
 
Note    (1) n. d. = Not detected 
        (2) D. L = Detection Limit 
 
 
****************************************   End  **************************************** 
 
 
 
 
 


























